
CODE COMPLIANCE TESTING 

The International Building Code requires this testing be done by a nationally 
recognized, third-party testing agency. This testing is not acceptable if conducted by 
the manufacturer or the foam insulation supplier.  

ASTM E84 - Through the E84 test, both Flame Spread Index (FSI) and Smoke Developed Index 

(SDI) are reported 

ASTM C-272 - Water Absorption 

ASTM C-273 - Shear Strength 

ASTM C-297 - Flatwise Tensile Strength 

ASTM C-393 - Flexural Strength 

ASTM C-518 - Thermal Transmission 

ASTM C-635 - Horizontal Burning 

ASTM C-1621 - Compressive Properties 

ASTM C-1622 - Density 

ASTM C-1623 - Tensile Strength 

ASTM C-2126 - Dimensional Stability 

ASTM C-2294 - Adhesion 

ASTM C-2856 - Open Cell Content 

ASTM C-4541 - Pull-Off Strength of Coatings 

ASTM E-72 - Compressive Load, Transverse Load and Racking Load 

ASTM E-90 - Acoustic Performance 

ASTM E-331 - Water Penetration of Exterior Walls 

ASTM E-661 - Concentrated and Impact Loads 


